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NMpeaucnosue

EBpasuiickuii coBeT rno ctaHgapTu3auun, metponorun u ceptucpukaummn (EACC) npegcraensaeTt coboi
pervoHanbHoe obbeduHeHWe HauvoHanbHbIX OPraHoB MO cTaHdapTW3auuy rocygapcTts, BxogsAwimx B Co-
apyxectBo HesaBucumbix locydapcTts. B panbHeiwem Bo3moxHo BeTynreHue B EACC HauuvoHanbHbIX
opraHoB No cTaHdapTWU3auWMn Opyrux rocyaapcrs.

Llenu, ocHOBHbIE NPUHUWMBLI U OCHOBHOW MOPAQOK NpoBedeHus paboT Mo MeXrocydapCTBEHHOW CTaH-
Aaptusauuun yctaHoeneHsl FTOCT 1.0—2015 «MexrocygapcrBeHHas cuctema ctaHgaptuaauun. OcHoBHbIe
nonoxeHusi» u NOCT 1.2—2015 «MexrocygapcTBeHHas cuctema cTaHgaptusauuun. CTaHgapTbhl MeXrocy-
OapcTBeHHble, MpaBuna u pekoMeHaauuu Nno MexrocyaapcTBeHHOW cTaHdapTusauuv. MNpaesuna paspabort-
KW, MPUHATUA, OOHOBNEHUA U OTMEHbI».

CeBeaeHusa o cTaHOoapTe

1 PASPABOTAH ABTOHOMHOI HEKOMMeEpYecKoil opraHuzauuen «LleHTp HopMmupoBaHus, cTaHdapTU3a-
unu U knaccudpukaumm komnosutos (AHO «CtangapTkoMnosut»), AO «MHeTuTyT nnactmace» n O6veau-
HeHWeM topuanyeckux nuy «Cotos npoussoautereil Komnosutos» (Colo3KOMMNO3UT) U Ha ocHoBe coBCTBEH-
HOro nepeBoa Ha PYCCKUI A3bIK aHrMoA3bIYHON BEPCUM MeXOyHapoaHOro cTaHaapTa, yKkasaHHOro B MyHK-
Te 4

2 BHECEH ®epeparnbHbiM areHTCTBOM Mo TEXHUYECKOMY PeryrnupoBaHuio u meTponorun Poccuiickon
denepauunm

3 MPUHAT Espasuiickum coBeToM No cTaHdapTu3auuv, MeTPonoruum u ceptudurkaumm no pesynbTa-
Tam ronocosaHus B AC MIC (npotokonom ot 14 uiona 2017 r. Ne101-17)

3a NMPUHATUE CTaHOdapTa nporonocosarnu:

Kparkoe HanMeHOoBaHWe CTpaHbl KOJJ, CTpaHbl COKpaLIJ,EHHOE HanMmeHoBaHWe
no MK (MCO 3166) 004—97 no MK (MCO 3166) 004—97 HaUWOHAanNbLHOro opraHa no CTaHaapTU3auun
Benapycb BY NoccraHpapTt Pecnybrvkn Benapyck
KblprelactaH KG KblprelacTaHgapt
Poccuiickaa degepauns RU PocctaHgapt
TamKukncTaH TJ TampkukcTaHgapT

4 HacTtosawmuii cTaHgapT SBnsAeTcs MoaMuLMpoBaHHbLIM MO OTHOLWEHWIO K MeXAyHapoaHoMY cTaHaap-
Ty ISO 2577:2007 «[nactmaccel. TepmopeakTuBHble hopMoBOYHblE MaTepuansl. OnpeaeneHve ycagku»
(«Plastics — Thermosetting moulding materials — Determination of shrinkage», MOD).

HanmeHoBaHuWe HacTosALLEero cTaHgapTa M3MEHEHO OTHOCUTENBLHO HauMeHoBaHWA
yKaszaHHoro MexayHapogHoro craHzapTta Ansa npusegeHus B cootsetcteue ¢ NOCT 1.5 (nogpasgen 3.6).

HononHnteneHele crioBa W dpasbl, BKMIOYEHHbIE B TEKCT cTaHgapTa OnA ydeTa ocobeHHocTel
pPOCCUICKON HauWoHanbHOW cTaHdapTu3auum u/unu ocobeHHOCTen MeXrocydapcTBEHHOW cTaHdapTU3aunmn
CTPaH, yKaszaHHbIX Bbile, BblAeneHbl B TEKCTE KypCUBOM.

Cchinka Ha MexayHapoaHblid cTaHOapT, KOTOPbIA He MPUHAT B Ka4eCTBE MEXIocydapCTBEHHOro CTaH-
OapTa, 3aMeHeHa Ha COOTBETCTBYIOLUNA MEXIocy4apCTBEHHA CTaHaapT.

CBeeHNss 0 COOTBETCTBUW CChINTOYHOMO MEXrOCyOapCTBEHHOro cTaHAapTa MeXOyHapoaHOMY CTaH-
0apTy, NCMonb30BaHHOMY B KB4€CTBE CChINTIOYHOrO B NPUMEHEHHOM MeXOyHapoOHOM cTaHdapTe, NnpuBeae-
Hbl B OOMOMHUTENLHOM NMpunoxedun JA.

ConocraBrneHne CTPyKTypbl HacTosWero cTaHdapTa Cco CTPYKTYPOW yKasaHHOro MeXdyHapogHoro
cTaHgapTa NpuBedeHO B AOMNOMNHUTENLHOM nNpunoxeHun b

5 BBEJJEH BIMEPBbLIE
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Ungpopmayus o esedeHuu e Beticmeue (npexkpaweHuu Gelicmeus) Hacmosweao cmaHdapma u usme-
HeHUU K HeMy Ha meppumopuU yKasaHHbIX abiuie 20cydapcme nybrnukyemcs 8 ykazamersax HayuoHabHbIX
(eocydapcmeerHbix) cmaHOapmos, u3dagaemMbix 8 amux eocydapcmeax, a makke e cemu MiHmepHem Ha
callmax coomeemcmeyruUx HayloHarbsHbIX (20cydapcmeeHHbIX) opeaaHo8 Mo cmaHdapmu3sayuu.

B cny4ae nepecMmompa, U3MEHEHUS UIlu ommMeHbl Hacmosiwez2o0 cmaHOapma coomsemcmeytouasl
uHghopmayuss makxe 6ydem onybnukoeaHa e cemu MHmepHem Ha caime MexzocydapcmeeHHo20 coge-
ma no cmaHdapmu3ayuu, Mmemporsoauu U cepmugpukayuu 8 kamarnoee «MexzocydapcmeeHHbie cmak-
Oapmbi»

MckntountensHoe npaso od)mumaanoro OnyﬁﬂMI{OBaHMH HacTodwero ctaHgapTa Ha TeEPPUTOPUN yKa-
3aHHbIX BblWe rocygapcTs nNpuHagnexuT HauuoHalnsHbIM (FOCYﬂapCTBeHHbIM) opraHam Mno craHgapTuiaduin
3TUX rocynapcTB.
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