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TOCYRAPCTBEHHBH CTAHAAPT COWW3A CCP

rocrt
- CEPEBPRHO-MEAHO-UMHKOBLIE NPHMOU

MeTtop onpepeneHus COREPaHHS MeAM l6883-2_’7|‘

Silver-copper-zinc solders.
Method for determination of copper content ocT :‘;;;‘:Huu'rn

onpefeneHMa MeaM
OKCTY 1709

Mocranoenennem locypapcreenHoro Komurera cranpaproe Comera Muumcrpos CCCP
or 9 anpens 1971 r. N2 743 cpok BBefjeHHS YCTAHOBNEH
c 01.07.72

Npoeepen 8 1985 r. MocraHoBNEHHEM l'o:c-rauaapn or 21.02.85 Ne 346 )
CPOK feHCTBMA npogned ao 01.01.91

Hecobniogexne cTangapra npecnefyerca No 3aKOHY

Hacrosumuii crangapt pacnpocTpansieTcs Ha cepeGpsiHO-MelHO-
LHHKOBbI® NPHIOH H YCTaHaBJHBAaeT THTPOMeTpHueckHil foloMerpuuye-
CKHIT MeTOJ omnpele/eHHss MeaH (NPH MatcoBOH joJe MenH OT 15,0
20 55,0%).

MeTo 0CHOBAH Ha peAaKUHH OKHCJEHHS HOHAMH JBYXBaJEHTHOM
MeJH fionnna Kanand. Buijgensioumniics npH 3ToM HOX OTTHTPOBBIBAIOT
pacTBOpPOM THOCYJb(aTa HAaTPHA B NPHCYTCTBHH HHAHKATOpa Kpax-
Maja.

(H3menennds penaxkuus, Ham. Ne 2).

1. OBWME TPEBOBAHHS

J.1. Obmue TpeGoBanus k Merony ananusa — no FOCT 22864—83.
(HameHeHHas penaxuusa, Ham. N 1).

2. PEAKTMBBI M PACTBOPBI

Kucnora asornas no FOCT 4461—77.

Meap mapku M1 no 'OCT 859—78.

Kanu# fioguerniii no FOCT 4232—74.

Kpaxman pacreopumuiii no T'OCT 10163—76, 1%-umii pactBop.

Hatpuit THocynbdar kpucraianuueckuit no FOCT 244—76, 0,1 H.
pacTBop.

Ycranoska tutpa 0,1 H. pacTBopa THOCyJdbdarta HaTpHA MO MEJH.

HOns ycranoekn Ttutpa B3sewuBawor 0,15—0,20 r Mean mapku M1,
pacrBopsioT ee B 10 cM? pasGapsienHoii 1:1 a30THOH. KHCJOTH H BHI-

Hapanue ohwumansHoe Mepenevarka BocnpeujeHa

* Hepeuadanue (uoas 1986 2.) ¢ Hamenenuamu M 1, 2,
yraepacdennvimu 8 mapre 1981 ., peapare 1985 2. (HYC 6—81, 5—85).




