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Hacrosiunft ctangapT pacmpocTpalsieTcss Ha TeoTeKCTHAblbie Ma-
TepHadbl 1I YCTAHABJIUBAET METOJ] ONpejeNeHHS HX [OBEePXHOCTHON
MJAOTHOCTH.

1. OTBOP IIPOB

f.1. Ot6op npo6—no TOCT P 50275.

Bripesaor ne Menee 10 npof B BuJe KBajparta HJM Kpyra ILIo-
wanaslo 100 cm?,

Ecan crpyxtypa martepuana TaxoBa, uto npo6a miouiagbio 100 cm?
HE NpEACTaBJsieT BCEX XapakKTepPHCTHK MmaTepuana, Ajast HCObBITAHHB
HCUOMb3YIOT Tipofy OO0JBIIUX pa3Mepos.

1.2, KonauuuouupoBaHue npod mpoBoasaT B TeueHHe 24 u.

IloxmepkuBanue onpese/eHHOTO YPOBHS BJAXKHOCTH He 0053aTelb-
HO, €CJIH 9TO He OKa)KeT BO3JeHCTBUS HA pe3yJ bTaThl HCIBITAHHH.

2. NIPOBEJEHHUE HCHNBITAHUA

2.1. ITaowans npobel onpenessioT ¢ TOUHOCTBIO A0 0,50 %.
2.2. Maccy npofel oHpefessiioT B3BEUIMBAaHHeM Ha Becax ¢ Tou-
Hocthio g0 0,1 %.

3. OBPABOTKA PE3Y/J/IbTATOB

[ToBepxHoCTHYIO miaoTHOCTE (M), r/mM?, BoluuciaswoT no dopmyde

m. 10000
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H3gaHue oduuuanbHoe
(©) Usnarteanctso crangapros, 1992

Hactosmuil crampapr He MOXeT 66T NOJHOCTBI0 MM YACTHYHO BOCHPOU3BEACH,
THpPAKHpOBAH u pacnpocTpanen Gea paspewenus loccranpapra Poccun



